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940 South Harney St.,

aucks&

ing Laboratories, Inc.

Seattle, WA 98108 (206) 767-5060 FAX 767-5063

Chemistry Microbiology, and Technical Services

CLIENT: Alaskan Copper Works
P. 0. Box 3346
Seattle, WA 98124

ATTN : Raphael Acholonu

Work 1D I

Taken By : Client
Transported by: Hand Delivered
Type 1 Hater

SAMPLE IDENTIFICATIDN:

Sample
Description
018 Metro Hasiel-3-3200-M13068

Certificate of Analysis
Work Order® 1 30-01-054

DATE RECEIVED : 01/05/30

DATE OF REPORT: 01/30/90

CLIENT JOB ID : M13088

Unless otherwise instructed all samples will be discarded on 02/14/90

Respectfully submitted,
Laucks Testing Laboratories, Inc,

g7 S’

J. M. Qwens

Charter Member American Council of Independent Laboratories

AKC-0014846
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Testing Laboratories, Inc.

940 South Harney St., Seattle, WA 98108 (206) 767-5060 FAX 767-5063

Chemistry Microbiology, and Technical Services

CLIENT : Alaskan Copper MWorks

TESTS PERFORMED AND RESULTS:

Analyte Units

Chromium (Method 218.1) ng/L
Copper (Method 220.1) ag/L
Nickel (Method 243.1) mg/L

linc (Method 289.1) ma/L

0.45

0.33

0.42

0.043

Certificate of Analysis

Hork Order ¥ 90-01-054

Charter Mernber American Council of Independent Laboratories

AKC-0014847



